[image: image1.jpg]UGUR SELULOZ KIMYA





Address :Uğur Selüloz Kimya A.Ş. Organize Sanayi Bölgesi Umurlu /AYDIN TURKEY
Phone :  +90 256 2591144 Fax : +90 256 2591004    Email : info@uskcmc.com
[image: image1.jpg]

WHAT IS CMC?

Sodium Carboxymethyl Cellulose (CMC) can be produced in many types for different applications. Its comercial production has started in 1940s and its production and usage always increased since than.

CMC is produced by reacting alkali cellulose with  Monochloroacetic acid (MCA) or Monochloro acetate (SMCA) under well controlled conditions. Sodium Chloride and Sodium Gylicolate are the side reactions occurring in CMC reactions. Technical quality CMC contains these impurities and the purified CMC is obtained by extracting these impurities by a solvent washing process. After washing the CMC is dried and milled and screened according to he desired particle size. Nowadays many companies are shifting to purified CMC because of the better results of pure CMC in final applications
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